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SAF-RC-040
300 Area D&D Waste Characterization

Sampling - Other Solid
FINAL DATA PACKAGE

COMPLETE COPY OF DATA PACKAGE TO:

Renee Nielson

Amy Hood

Jeanette Duncan

Li-04

L1-07
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NB 4/10/06
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COMMENTS:

SDG 06-A-1247 SAF-RC-040

Rad only X Chem only Rad & Chem

X Complete Partial

Sample Location/Waste Site: 333 Asbestos
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SUBMITTED TO:
Joan Kessner
Washington Closure Hanford
3190 George Washington Way, MSIN H9-02
Richland, WA 99352

REFERENCE DATA:
Client Sample No.:
P.O. No.:
Sample Location:
Sample Type:
Method Reference:
DCL Set ID No.:
DCL Sample ID No.:
Sample Receipt Date:
Analysis Date:

J1IHW3 through J IIHY7
Not Available
333 Asbestos Sampling
Bulk
EPA-600/R-93/116
06-A- 1247
06-07542 through 06-07566
3/24/06
4/6/06 through 4/7/06
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We certify that the following samples were prepared and analyzed by Polarized Light Microscopy for
asbestos and other fibrous constituents using EPA-600/R-93/116. The samples were acceptable upon receipt
except where noted. The samples were examined under a stereomicroscope in a laboratory fume hood for general
composition and phase separation. If needed, portions of the sample were removed and ground with a mortar and
pestle before being mounted on a glass microscope slide. Mountings of representative portions of the material
are prepared in one or more appropriate refractive index liquids (1.550, 1.605, 1.680) and examined by Polarized
Light Microscopy*. Estimates of concentration are made on an area basis. The results of the analysis apply only
to the materials analyzed and are summarized on the attached bulk asbestos analysis data sheets. DataChem
Laboratories will dispose of all bulk samples after 60 days unless other arrangements are made.

Shawn Smythe
Analyst

a Marie Ristich
Reviewer

*Floor tiles, decorative paints, joint compounds, and cement materials require additional treatment in order to
evaluate the concentration of small asbestos fibers bound in the material. Some samples may contain fibers that are
not visible by PLM and can only be detected by electron microscopy techniques. Floor tiles are analyzed as
homogeneous materials if insufficient mastic is present or if phases have been cross contaminated.

DataChem Laboratories NVLAP Lab ID: 101917. Laboratory accreditation by the National Institute of
Standards and Technology does not in any way constitute approval or endorsement by NVLAP, NIST, or any agency
of the federal government..

CINCINNATI OFFICE
4388 GLENDALE-IJLFORD ROAD
CINCINNATI, OHIO 45242-3706
513 733-5338. FAX 513 733-5347

WEST COAST OFFICE
11 SANTA YORMA COURT
NOVATO, CALIFORNIA 94945
800 280-8071, FAX 415 893-9469
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4/7/06

DataChen Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 333 Asbestos Sampling

Set ID: 06-A-1247

Client Sample ID: J11IHW3 J1lHW4 JlIHW5 JlIHW6 Jl1HW7
DCL Sample ID: 06-07542 06-07543 06-07544 06-07545 06-07546
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Layered Layered

Inseparable Inseparable
Color: Grey Grey Grey Grey/Tan Grey/Tan
Texture: Fbrs/Crmby Fbrs/Crmby Fbrs/Crmby Crmby/Fbrs Crmby/Fbrs
Description: Ceiling Tile Ceiling Tile Ceiling Tile Drywall Drywall
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >40! 50 >40 50 >405 50 >10!g20 >10:s20
% Fiberglass: >20 30 >20 30 >20 5 30
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >10 20 >10 520 >10 ! 20 >705 80 >70 80

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smf N
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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4/7/06
DataChew Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 333 Asbestos Sampling

Set ID: 06-A-1247

ClientSampleID: JIlHW8 JIlHW9 J1lHX0 J1lHX1 JI1HX2
DCL Sample ID: 06-07547 06-07548 06-07549 06-07550 06-07551
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Layered Layered Layered Homog.

Inseparable Inseparable Inseparable Inseparable

Color: Grey/Tan Grey/Tan Grey/Tan Grey/Tan Grey
Texture: Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Crmby/Fbrs Fbrs/Crmby
Description: Drywall Drywall Drywall Drywall Ceiling Tile
Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >10 2-20 >10!520 >10 20 >10 20 >40 50

% Fiberglass: >20 30
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >70 80 >70 - 80 >70 s 80 >70 80 >10 - 20

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
... If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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4/7/06
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 333 Asbestos Sampling

Set ID: 06-A-1247

ClientSampleID: JIIHX3 JlIHX4 JIlHX4 J11HX5 JIlHX6
DCL Sample ID: 06-07552 06-07553A 06-07553B 06-07554 06-07555
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Layered Layered Homog. Homog.
Color: Grey Grey Grey Grey Grey
Texture: Rubbery Rubbery Crumbly Fbrs/Crmby Crumbly
Description: Material Material Mastic Ceiling Tile Material
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >40 50 >1 5 3
% Fiberglass: >20! 30
% Other Fibers:

% Resin/Binder: >20 30 >20 30 >50 s 60
% Non Fibrous: >60r s70 >60 f 70 >30 s40 >10 520 >90 100

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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4/7/06

DataChem Laboratories
Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 333 Asbestos Sampling

Set ID: 06-A-1247

ClientSampleID: JIIHX7 JIlHX8 JIlHX9 JIIHY0 J11HYI

DCL Sample ID: 06-07556 06-07557 06-07558 06-07559 06-07560

Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Homog. Homog. Homog. Layered Layered

Inseparable Inseparable

Color: Grey Grey Yellow Yellow/Grey Yellow/Grey
Texture: Crumbly Fbrs/Crmby Fibrous Fbrs/Crmby Fbrs/Flex

Description: Material Ceiling Tile Insulation Insulation Insulation

Analysis: PLM PLM PLM PLM PLM

Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >1 s 3 >40 50
% Fiberglass: >20 30 >90 r 100 >80 5 90 >80 5 90
% Other Fibers:

% Resin/Binder: >3 5
% Non Fibrous: >90 100 >10!;20 >1 3 >5 10 >35 5

ND = None Detected Trace =<1%

Special Prep Procedures: None.

*Notes: P. 0. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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4/7/06
DataChew Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 333 Asbestos Sampling

Set ID: 06-A-1247

Client Sample ID: JIIHY2 JIIHY3 JIlHY4 JIIHY5 JIlIHY5
DCL Sample ID: 06-07561 06-07562 06-07563 06-07564A 06-07564B
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted Accepted Accepted
Homogeneity: Layered Homog. Homog. Layered Layered

Inseparable
Color: Yellow/Grey Grey Grey Grey/Tan Grey
Texture: Fbrs/Crmby Fibrous Fbrs/Crmby Crmby/Fbrs Crumbly
Description: Insulation Insulation Ceiling Tile Drywall Skimcoat
Analysis: PLM PLM PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND ND ND
Other Materials
% Cellulose: >40 50 >10 5 20
% Fiberglass: >80 90 >90 100 >20 30
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >55 s10 >1:53 >10 20 >70 80 >90 100

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states
If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting

technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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4/7/06
DataChem Laboratories

Polarized Light Microscopy
Asbestos Analytical Report

Client: Washington Closure Hanford
Location: 333 Asbestos Sampling

Set ID: 06-A-1247

Client Sample ID: J11HY6 Jl 1HY6 J11HY7
DCL Sample ID: 06-07565A 06-07565B 06-07566
Macroscopic Examination
Accepted/Rejected: Accepted Accepted Accepted
Homogeneity: Layered Layered Homog.
Color: Grey/Tan Grey Yellow
Texture: Crmby/Fbrs Crumbly Fibrous
Description: Drywall Skimcoat Insulation
Analysis: PLM PLM PLM
Asbestiform Minerals
% Chrysotile:
% Amosite:
% Crocidolite:
% Tremolite - Actinolite:
% Anthophyllite:
% Total Asbestos: ND ND ND
Other Materials
% Cellulose: >10 s20
% Fiberglass: >90 5 100
% Other Fibers:

% Resin/Binder:
% Non Fibrous: >70 80 >90 5 100 >1 3

ND = None Detected Trace = <1%

Special Prep Procedures: None.

*Notes: P. O. #: Not Available.

Shawn Smythe
Microscopist

All values are in area percent by visual estimate. The Federal Register Vol. 55 No. 224 Tuesday Nov. 20 1990 Rules and Regulations states

If the asbestos content is estimated to be less than 10% by a method other than point counting,... (the analysis) be repeated using the point counting
technique by PLM." Any of the above samples can be reanalyzed by point counting at the client's request.
Wherever possible, separate phases are analyzed and reported individually.
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Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-042 Pe -

Collector Company Contact Teleuhone No. Pro iect Coordinator ice Cade 9K Data Turnaroand
Bill Hudson Scot Adams 372-9869 KESSNER, JH

Proiect Desienation Samsline Location SAF No. Air Quality 7 Days
300 Area D&D Waste Charactcnzation Sampling - Other Soli 333 Asbestos Sampling RC-040

Ice Chest No. 1!Field Llbook No. COA Method of ShipCt ;Z

Z)AA&- PG. - 3 0 CKio EL-1601 R3330010DO _4wkcw ebmil

Shipped To Ofisite Propertv No. Bill of Lading/Air Bill No.

DataCherm Lboratories - Cincinnati -. O. o3 -

POSSIBLE SAMPLE HAZARDS/REMARKS
PACM. Non-Rad; Possible Beryllium Contamination Preservation

Special Handling and/or Storage Ty-e -- Container ---

PACM, Non-Rad ,3o(oos/taLnerts) I
52

BUIX-EPA

SAMPLE ANALYSIS

Sarqile NO. Matix Sample Date Sample ".

J11HW3 . OTHER SOLID '312110t, n *iC 4 Z_
J11HW4' OTHER SOLID jeC 0
J11HW5 . OTHER SOLID 0 Q
J11HW6 OTHER SOLID Cu -

J11HW7 , OTHER SOLID ( roc d ) I 2
CHAIN OF POSSESSION SignPrint Names SPECIAL INSTRUCTIONS matrx

R7- wshed y/Rcrved Finime I cd ByStoed In Daeffime S-Sdl

Relnquished Byf/Rncved From DawlTime Received By/Stored In Date/Tume /015

'3-2-:7- k £-4 1 \ e . Lgdywneds",_ i.7 t a -- O
RelInquished By/Removed Fromn&C Dat/Rn 1-rc Received By/Stored In Dalc/Tinw A-i

RelC)'Z y/emud Frn D1Cm Recei By/Stoed in Date/in ww

Reliuisbed By/Removed From Dat Received By/Stored In' Personel not available to

Relinquished By/Reroved From Dai/erime Received By/Stored In Date/time Ref#ABB3Jst 0G

LABORATORY Received By Tide Dae/inie

SECTION 5; /-Z/a7 c
FINAL SAMPLE Disposal Method Disposed By DaterTime

DISPOSITION

BHI-EE-011 (08/29/2005)



Washinifton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC-041-)42 1IW. .+,*r
Collector Company Contact Telepbone No. Project Coordinator Crie Data Turnaround

Bill Hudson Scot Adam 372-9869 KESSNER, JH Price 9K
Proiect Desienation Samime Location SAF No. Air Quality 7 Days

300 Area D&D Waste Charactenzation Sampling - Other Soli 333 Asbestos Sanpling RC-040

Ice Chest No. 0/ Fiel Leebook No. COA Method of Shipment -ta .-- 2-,2
SPA-vu F4 EC 100 EL-1601 R333001000 taA a E b .

Shioed To Offsie Properiy No. Bill of Ladiae/Air Bil No.
DataChem Labortones - Cincinnati n0 3 SP C

POSSIBLE SAMPLE HAZARDS/REMARKS

PA CM Non-Rad; Possible Beryltum Contanunanon Preservation

(3/P

Special Handling and/or Storage Type-Container

PA CM. Non-Rad 7No. Of Centainer(s)

A... w

BLX-EPA

SAMPLE ANALYSIS

Samtple No. Matrix * Sample Date Sample Tim

J1IHW8* OTHER SOLID

J11HW9 - OTHER SOLID o02
J11HX0 OTHER SOLID (..p
J11HX1 - OTHER SOLID )C

J11HX2 . 01THER SOLID 2h c) ma
CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCHONS Matrix

cli uished By/Rem F Data/rine Received By/Stmd In Date/frime z~c~, ioc)SE4-e
Reainquistmd By/Reumved From DaWTinx RSir-S Bp A D/ r
3~7zg4 ,ZB 3-2z-o4 Iotr _Aea~ I- P.?....4r- ---
Relbuqisahed By/Remved From "CN Dateh t 0 Received By/Sored in Dalerine A-

e. e S ct.a.~. Ys--oc FE~D EV
Relirujuished By/Renuntd From DaMTefm w1-WB/So~din1/pm

i eErelin -h sam lCs from 3728
RHIqEE0 BylRe/9d F05m Date/ii By/Stomd In DaITimx R # .np.Rau s A B RRY . ro Ralfrix ecivedBio - Ta~ i te Deronelno avilbl t

SECTON gfp
FINAL SAMPLE Dispwal Method Dopsed By DwtreT

DISPOSITION

BHI-.EE-011 (08/29/2005)



3. r-
Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REOUEST RC440-442 1P

Eollector Comoanv Contact Telephone No. Proiert Coordinator PrcCd 9 =Trro
Bill Hudson Scot Adams 372-9869 KESSNER, JH Price Code 9K Data Turaround

Project Desination Samoline Location SAF No. Air Quality 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 333 Asbestos Sampling RC-040

Ice Chest No. F Method of Shipment Lgo No.-'
SFFb us ia1( EL-1601 R333001000 4-'-( L

Shipped To Offsite Property No. 03 Bill or Ladima/Air Bii No. yj4 csecDataChem Laboratoncs -Cincinnati
POSSIBLE SAMPLE HAZARDS/REMARKS

PA C. Non-Rad; Possible Beryliua Contomiaation Preservation

Special Handling and/or Storage Type or Coalai ______

PA CM. Non-Rad No. ofContainer(s)

Volume

Asintas
BULK-EPA

SAMPLE ANALYSIS

Sarmple No. Matrix SamIe Daw Sampy Time

J11HX3 I OTHER SOLID A*_ lo,___
J11HX4 OTHER SOLID ( 6 k
J11HX5 - OTHER SOLID r j .0 .. t 4
J11HX6 OTHER SOLID IOU___

J11HX7 I OTHER SOLID hI 1( O a
CHAIN OF POSSESSION Sig/Print Names SPECIAL INSTRUCTIONS Matrix

is yed By/toed Da m S-s

ReRusn y/eoe m Dlfe Rc ?ed Bysloedin DaeTme/I st-s-I~eluished B=Dat/ne Received By/Stored In Daicric So-mSe

Relinquashed By/Rermved Fromn Dale/Tirm Received By/Slre in Dmdrc lne - $-bRelinqshdBy/Remived From Date i""" Received By/nored DtriTimw x-Aw

Rydlimquish y m From Da U/ f l Received By/wSeed In Dateffine 00d

RelAnquisRA By/Recnved From DaTiTune Received By/Dttdm ltme

FINAL SAMPL E DByp/ove M Dt aeod Diposed By Daterrie
DISPOSITION

BHI-E-E-011 (08/29/2=5)



Washington Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC-040-042 PW
Collector Comwamv Contact Telephone No. Proect Coordinator

Bill Hudson Scot Adams 372-9869 KESSNER, JH Price Code 9KData Turnaround

Project Desienhion Sampline Location SAF No. Air Quality 7 Days
300 Area D&D Waste Characterization Sampling - Other Soli 333 Asbestos Sampling RC-04

Ice Chest No. IJ/A Field Logook No. COA Method of Shipment -rag 3-f2 -o&
SMFi.L S-Eo EsA BbK EL-L601 R333001000 'n' Ad-a ro" tt FP t0 EX

Shipped To Offsite Property No. Bill of Lading/Air Bill No.
DataChe Laboratories - Cincinnati A POD SgE CSPC

POSSIBLE SAMPLE HAZARDS/REMARKS

PA CM. Non-Rad: Possible Bwylium Contamnagion Pet

G7/?

Special HandUng and/or Storage Type of Container

PACM. Non-Rad No. of Container(s)

Volume 5j

BULK-EPA

SAMPLE ANALYSIS

Sanisle No- Matrix * Sarle Date Sample Tine -

JtIHX8 OTHER SOLID j
J11HX9 OTHER SOLID

J 1HYO OTHER SOLID

JI1HY1 OTHER SOLID S35
J11HY2 OTHER SOUD = I 2 1 IQ,, x

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Marix *
By/RemDateirr Received By/Styd In Daictfme S-Scgi

Y' 6 2 1 G / l3,2 1/cc, 1/ SEM w
Relinquimbed By/Removed From Date ri Received By/Sgoed In DatefTuim 0,or

Rlmqwuised By/Renmved From £ttA Dateffim c) Received By/na in DaimeA-A.

Relmquished By/Removed From Received By/Stored in Daterime R on h

Relizquished By/Remnoved From Datef/inz Received Bly/Sitj Inerim Pesonl o aalalntt-o

einquidied By/Remnoved Freom Dat/Iini Received By/Stord in Date/Thine Rernqls iilsfrm32

LABORATORY Received By Tide Date/rime
SECTION - __

FINAL SAMPLE Disposal Methood By Dawe/fim
DISPOSITION

BHI-EE-011 (08/29/2005)



Washinzton Closure Hanford CHAIN OF CUSTODY/SAMPLE ANALYSIS REQUEST RC040-042 IE-
Collector Company Contact Teleohone No. Project Coordinalor Data Turnaround

Bill Hudson Scot Adams 372-9869 KESSNER, JH P c 9KDr
Proiect Desienation Sjmuoljj Location SAF No. Air Quality - 7 Days

300 Area D&D Waste Charactenzation Sanpling - Other Soli 333 Asbestos Sampling RC-W4_

lee Chest No. Field Loebook No. COA Method of Sblioment ;e 8
N () pm c S) EI1601 K333001000 -da --- -Us F a 0

Shioped To Offsite Property No. A.rV03-1 Bil of Ladiau/Air Bill No.
DataChem aboratories - Cincinnati _

POSSIBLE SAMPLE HAZAtDSIREMARKS
PA CK Non-Pad: Posble 5eryhnum Conjanunaton Preservation

Special Handling and/or Storage T---- ---- -----

PA CM, Non-Rad No. of Contalser(s) S8

Volume

Asbetos
BULK-EPA

SAMPLE ANALYSIS

Sample No. Matrix * Sample Date Sample Time -

J11HY3 - OTHER SOLID -%(,o )c

J11HY4 . OTHER SOUD b1,

J11HY5 - OTHER SOLID X c 4
J11HY6 - OTHER SOLID {
JI1HY7 OTHER SOLID 5j2j(gg f

CHAIN OF POSSESSION Sign/Print Names SPECIAL INSTRUCTIONS Manx
Rela rdf y/Rernm~m Da i5& cived By/S In Date/trim

Rehnqushed By/Renn,.cd From mIdfiiit Rweied By/Stored In Da1ffim fe -ii
' t -ln .n , a - -

Reinquished By/Rmosved Frmn DatertWff' bo Received By/Staed ln DatCTintm

Retnqished By/Reaoved From 4Datri3e Received By/Stored In Dattfriwi-w pe

Leinquished By/Rernved From Date(Ti Received By/Stored in Dae/TifnP not availae to
relinquish sam p Les from 3728

Relinquished By/Renoved From Daeffime Received By/Stwmd in Dafine Ref _ntI32l.. frlm3

LABORATORY Received By Tite Daterine
SECTION Of, _f

FINALSAMPLE DisposalMethod Disposed By Date/tinc
DISPOSITION

BHI-EE-01 1 (08/29/2005)


